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PHIEU KET QUA THU NGHIEM
TE%r REPORT
S6 (No) ... ‘1 /VLXD-TTKD

1. Co quan glii mau (Client): VST Building Material J.S.C
2. Loai mau (Kind of sample): Sand stone -ST
3. SG phiu k& hoach (Reg.No): 1016/KHTN

4. Ngay nhan mau (Date of received sample): 01/04/2024

KET QUA THU NGHIEM

TEST RESULT
YCKT
3 x _— . s e T L ” TCVN . 9
sTT Tén chi tiéu Pon vi Két qua Phuong phap thu 4732:2016 Panh gia
No) (Characteristics) (Unit) (Results) (Test methods) Nh(’);n dé (Evaluations)
Granite
TCVN 6415-3: 2016
N Roite a o (ISO 10545-3: 1995) Dat tiéu chudn
1 Do hiit nuéc (Water absorption) % 0,07 Phuong phép chan khong <04 (Passed)
(Vacuum method)
Dat tiéu chuén
A1 a e o ) TCVN 6415-4: 2016 S
2 Do bén uon (Modulus of rupture) MPa 39,3 (ISO 10545-4: 2014) >10,3 (Passed)
s s Pat tiéu chudn
D6 chiu mai mon bé mat ) :
= (Resistance to surface abrasion) H, S50 TCVN 4732; 2016 =25 (Passed)

Ha N¢i, ngay (Date): 09/04/2024

Cén bo phan tich (Tested by) Tuyén - Sen - Tudn ............ P S
Vién Vat liéu xay dung PTN VILAS 003- Trung tam Kiém dinh VLXD
y : VILAS 003- Inspection Center for BM
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PHO VIEN TRUONG Nguyén Minh Quynh VILAS 003

Noguayén Vm Huynh

Ghi chii (Note):

- Mu do khach hang giti dén phong thi nghiém VILAS 003-Vién V4t liéu xdy dung. Tén co quan gli méu, tén mau trén Phiéu két qua tht nghiém do
khéch hang dit (Samples were sent to lab VILAS 003-VIBM. Name of client and sample as client’s request)
K&t qué thit nghiém chi c6 gid tri v6i mAu. Khong dudc sao trich mdt phan Phi€u két qua nay khi khong dudc ddng ¥ béng vin bén clia phong thi nghiém
VILAS 003 (The test report valid for sample only. This test report shall not reproduced except in full, without the written aproval of VILAS 003)

- D&u VILAS 003 khong bao gdém phép thit dau (*). The VILAS 003 symbol not used for (*) test methods.




